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Advanced Polymer Chromatograph (APC) / 
Ultra High Performance Liquid Chromatograph (UHPLC)
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SEC/GPC/APC

SEC: Size Exclusion Chromatography (1959, Porath and Flodin)

GPC: Gel-Permeation Chromatography (1974, Down Chemical. Co.)

stacionary phase: synthetic polymer, e.g. PS

APC: Advanced Polymer Chromatography (2004, Waters Co., UPLC)

stacionary phase: rigid, 2.5 m-size modified silica particles with pore size

of 45Å - 900Å.

SEC/GPC/APC

• molar mass averages,

• molar mass distribution of synthetic and biopolymers

number average molecular weight Mn = NiMi /Ni,  

weight average molecular weight Mw = NiMi
2 / NiMi

polydispersity index D   =  Mw / Mn
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SEC principle

- Polymers are separated by hydrodinamic volume

- Big One Comes Out First (BOCOF) followed by the smaller molecules

Particles

of the stacionary phase
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APC columns for aqueous and organic 
polymer separation

Ethylene Bridged Hybrid (BEH) technology, Waters

- strong and rigid particles
- particle size: 1.7 and 2.5 m
- resist shrinking, swelling
- easy solvent swithing
- high reproducibility

Project closing conference, Interreg, SKHU/1902/4.1/001/Bioeconomy, 28 September, 2022, Bratislava, Slovak Republic



APC columns

Solvent Temp. 

limit 

(°C)

pH Pore

size

(Å)

Particle

size

(m)

Molar mass range

(g/mole)

ACQUITY APC XT 45 organic 90 1-11 45 1.7 200 - 5 000

ACQUITY APC XT 125 organic 90 1-11 125 2.5 1 000 - 30 000

ACQUITY APC XT 200 organic 90 1-11 200 2.5 3 000 – 70 000

ACQUITY APC XT 450 organic 90 1-11 450 2.5 20 000 – 400 000

ACQUITY APC XT 900 organic 90 1-11 900 2.5 300 000 - 2 000 000

ACQUITY APC AQ 45 aqueous 45 1-9 45 1.7 200 - 5 000

ACQUITY APC AQ 125 aqueous 45 1-9 125 2.5 1 000 - 30 000

ACQUITY APC AQ 200 aqueous 45 1-9 200 2.5 3 000 – 70 000

ACQUITY APC AQ 450 aqueous 45 1-9 450 2.5 20 000 – 400 000

ACQUITY APC AQ 900 aqueous 45 1-9 900 2.5 300 000 - 2 000 000

10 small columns, diameter: 4.6 mm; length: 150 mm  
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Lignocellulose structure

H-unit S-unit G-unit
Baruah et al., Front. Energy Res. 2018(6), 141. 
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Lignin types and conditions of  extraction / production

Torres L. A. Z. et al., Journal of Cleaner Production, 263 (2020) 121499.
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Lignin

➢ The second most abundant biopolymer on Earth

➢ Technical lignin from Kraft paper pulp process: 7x 107 t/year

➢ Commercially available Kraft lignin: 105 t/year

➢ Lignin valorization: 

as a macromolecule

for polymer blending

➢ Polydispersity of Kraft lignin limits its application in polymer-based materials

➢ Solvent fractionation is a method to get well-defined Kraft lignin fractions

with low dispersity
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Giummerrala et al., ACS Sustainable Chem. Eng. 2020, 8, 1112−1120.



Lignin (dealkaline)
10 g (100 %)

Final residue
2.25 g (22.5 %)

EtOAc
FractionEtOAc

1.18g (11.8 %)

EtOH
FractionEtOH

0.35 g (3.5 %)

MeOH
FractionMeOH

4.37 g (43.7 %)

Aceton
FractionAce.

0.17 g (1,7 %)

Solvent fractionation of LIGNIN 
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Sample: 1 mg/ml;    Injection volume: 30 uL

Columns: Waters Acquity APC XT 200 Å, 125 Å, 45 Å, 80 °C

Eluent: 0.25 ml/min, DMSO + 0.5 % LiBr
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➢ EtOAc lignin fraction has low dispersity (Mn and Mw values of 350 and 750 g/mol, resp.) 



Eluent: 75ACN/25H2O

Eluent: 75ACN/25H2O + 0.1%TEA

ACN: acetonitrile

TEA:  triethylamine

UHPLC chromatograms of D-fructose

Column: 100 mm, XBridge BEH Amide XP column, T: 50°C, 

Eluent: 0.13 ml/min 75ACN/25H2O, 

Sample: 15 µl, 1mg/ml D-fructose, 

RI detector (40°C) 

➢ No mutarotation in 

presence of TEA
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Mutarotation of sugars
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UHPLC chromatograms of C5 and C6 sugars

Column: 100 mm, XBridge BEH 

Amide XP column, T: 50 °C, 

Eluent: 75ACN/25H2O+ 0.1%TEA, 

0.13 ml/min 

Sample: 15 µl, 1mg/ml sugars

RI detector (40 °C) 
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